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New Issue Appendix A

****THIS IS A NEW APPENDIX - PLEASE READ CAREFULLY****

APPENDIX A
APPROVED PRODUCERS AND PRODUCTS
OF MOISTURE-CURED POLYURETHANE PAINT SYSTEMS

PAINT MANUFACTURER PRIMER INTERMEDIATE TOPCOAT
Ameron/Valspar Paint Co. 513-F-108 541D102 543 Series.
Carboline Paint Company. Poly Clad 683 Poly Clad 615 Poly Clad 630
Sherwin Williams Paint Co. Corothane | Corothane Iron OxB Corothane Iron Ox A
Xymax Paint Co. Mono Zinc. Mono Ferro Bridge Finish.

NOTE: Foliage Green shall be Federal Color Number 14223 and Weathering Steel Brown shall be
Federal Color Number 30045.




